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Applicant : GUANGDONG YICHANGSHENG(YONGXIE) MATALLIC MATERIAL CO.,LTD

Address : Xiaobian Xinhe Industrial Park, Chang'an Town, Dongguan City, Guangdong

The following merchandise was submitted and identified by client as：

Sample Name : AluminumAlloy

Order No. : /

Style No. :

(1) 1050, 1060,1070,1100,1200,1230，1235，1A50
(2) 2A12, 2024, 2219, 2A50, 2A14, 2017, 2014，2524,2519,2A02,2A43
(3) 3003, 3004, 3005,3103,3104,3105, 3A21,3N03
(4) 4004, 4045, 4343,4012，4017
(5) 5A12,5005,5005A,5A05,5A06,5052,5059,5056,5083,5086,5252,5454,5456,5457，
5049,5754, 5154, 5182,5251,5183,5383,5AN6,5N83, 5A02, 5A03，5N52 ,5N82,1561
(6) 6013，6014,6016,6005,6005A,6008,6082,6061,6063,6101,6A02,6463,6111,6R01,
6056,6060,6N61,6N63,6N13,6A63,6G02,6G14,6G16
(7)7015,7020,7021,7046,7146,7050,7055,7072,7075,7150,7175,7A01,7A04,7A09,7A5
2,7085, 7A85, 7B05, 7B50, 7N01, 7N21, 7N75, 7S26,7S26-1,7S26-2,7003,7A99,
7N31,7N41,7N51,7N61,7475, 7A05,7G75
(8) ZOT1 、ZOT2、 ZOT3 、ZOT4 、ZOT5、ZOT6 、ZOT7、 ZOT8 、ZOT9、
YOT1 、YOT2、YOT3、YOT4、 YOT5、SPC-1、SPM1

Number of Sample : 1PC

Received Date : 2024-03-08

Tested Date: : 2024-03-08 To 2024-03-11

Test Requested and Conclusion(s):
No. Test Sample Standard and Requirement Conclusion(s)

1 Submitted sample
RoHS Directive 2011/65/EU and its
subsequent amendments 2015/863/EU

Pass

Approved：

Technical Director
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Test Result(s)
1. RoHS - Lead (Pb)/Cadmium(Cd)/Mercury(Hg)/Hexavalent Chromium(Cr6+)/PBBs/PBDEs：
Test Method：With reference to IEC62321-5: 2013, IEC62321-4: 2013+AMD1:2017, IEC 62321-7-1: 2015, IEC
62321-6:2015 , analyzed by AAS & ICP-OES & GC-MS & UV-Vis.

Test Item(s)
RL

（mg/kg）
Limit

（mg/kg）

Test result (mg/kg)

1

Lead(Pb) 5 1000 N.D

Cadmium(Cd) 5 100 N.D

Mercury(Hg) 5 1000 N.D

Hexavalent Chrormium(CrVI)▼ -- 1000 Negative

Polybrominated Biphenyls (PBBs) -- 1000 N.D

Monobromobiphenyl 5 -- N.D

Dibromobiphenyl 5 -- N.D

Tribromobiphenyl 5 -- N.D

Tetrabromobiphenyl 5 -- N.D

Pentabromobiphenyl 5 -- N.D

Hexabromobiphenyl 5 -- N.D

Heptabromobiphenyl 5 -- N.D

Octabromobiphenyl 5 -- N.D

Nonabromobiphenyl 5 -- N.D

Decabromobiphenyl 5 -- N.D

Polybrominated DiphenylEthers (PBDEs) -- 1000 N.D

Monobromodiphenyl ether 5 -- N.D

Dibromodiphenyl ether 5 -- N.D
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Test Item(s)
RL

（mg/kg）
Limit

（mg/kg）

Test result (mg/kg)

1

Tribromodiphenyl ether 5 -- N.D

Tetrabromodiphenyl ether 5 -- N.D

Pentabromodiphenyl ether 5 -- N.D

Hexabromodiphenyl ether 5 -- N.D

Heptabromodiphenyl ether 5 -- N.D

Octabromodiphenyl ether 5 -- N.D

Nonabromodiphenyl ether 5 -- N.D

Decabromodiphenyl ether 5 -- N.D

Conclusion Pass

Remark： 1) 0.1%=1000mg/kg

2) RL = Reporting Limit

3) N.D = Not Detected (< RL)

4) “--”=unspecified

5)

“▼”=a. when Cr(VI) in a sample is detected above 0.13 µg/cm2,the sample is considered to be
Positive for Cr(VI).

b. when Cr(VI) in a sample is detected below 0.10 µg/cm2, the sample is considered to be
Negative for Cr(VI).

c. when Cr(VI) in a sample is detected between 0.10 µg/cm2 and 0.13 µg/cm2 ,the result
was Inconclusive.
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2. RoHS - Phthalates

Test Method：With reference to IEC 62321-8: 2017，analyzed by GC-MS.

Test Item(s)
RL

（mg/kg）
CAS No. Limit

（mg/kg）

Test result (mg/kg)

1

Diisobutyl phthalate (DIBP) 50 84-69-5 1000 N.D

Dibutyl phthalate (DBP) 50 84-74-2 1000 N.D

Benzylbutyl phthalate (BBP) 50 85-68-7 1000 N.D

Bis(2-ethylhexyl)phthalate (DEHP) 50 117-81-7 1000 N.D

Conclusion Pass

Remark： 1) 0.1%=1000mg/kg

2) RL = Reporting Limit

3) N.D = Not Detected (< RL)
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Test Material list：

Sample(s) Photo

----------- End of Report -----------

No. Sample Description Location

1 Silver metal AluminumAlloy
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